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REPORT
Issued by an Accredited Testing Laboratory

Object: Testing of impact of disinfectant on vinyl material.

Test material: Beige vinyl coated material and Virkon disinfectant

The test material was received from the client 2009-09-0 l.
The commission was performed 2009-09-10--15

Procedure
and results: Conditioning- and testing climate according to SS-EN ISO 139:2005,

(20:1:2)OCand (65:i:4)%RH.

The material was treated with 10 mI of the disinfectant. The disinfectant was evenly
spread over a surface of (50 x 50) cm and left to dry for min 60 min. This procedure was
performed 10 times. (notan accreditedmethod)
After the treatments the material was assessed for colour change and tear strength

Colour change was determined visually according to ISO 105-A02:1993/
SS-EN 20105-A02:1994.
Viewing conditions: Light Cabinet Ortospectra 120, D65
Number of assessors: 2
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Scale 1-5, where 5 is best.

This report may not be reproduced other than in full, except with prior written approval of the issuing laboratory.
General terms and conditions for Swerea IVF apply and are available on www.swereaivf.se or may be ordered from Swerea IVF.
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